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List—Magnetik

Model : MEGA-CHECK 80F-ST
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(MAGNETIC INDUCTION PROBES)
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Measuring echnigues | Magnetic induction (ISO 2178)
Probes: F-80 (pluggable)
=3 Y 0 -80 mm (0 - 3000 mils )
0-10.0 mm:0.01 mm
SAI S 10-50.0 mm: 0.1 mm
50-80 mm: 1.0 mm
JeE + 4% of value
Display Graphic — LCD display — analog + digital, backlighted
=F A HE 100 x 50 mm
& 9V battery or rechargeable (IEC 6 LF 22)
A A2t approx. 50 hrs.
Hi2el 2000 readings in 100 files
B Serial RS 232
MHOI = 160 x 80 x 27 mm
Probe MHOIX 100x35x30 mm
£ approx. 390 g




